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Abstract

In recent years, the field of metal-halide perovskite emitters has rapidly emerged as a new
community in solid-state lighting. Their exceptional optoelectronic properties have contributed to
the rapid rise in external quantum efficiencies (EQEs) in perovskite light-emitting diodes (PeLEDs)

© 2024 The Author(s). Published by IOP Publishing Ltd


https://doi.org/10.1088/2515-7647/ad46a6
https://crossmark.crossref.org/dialog/?doi=10.1088/2515-7647/ad46a6&domain=pdf&date_stamp=2024-7-11
https://creativecommons.org/licenses/by/4.0/
https://creativecommons.org/licenses/by/4.0/
https://orcid.org/0000-0001-5008-3498
https://orcid.org/0000-0002-4755-0136
https://orcid.org/0000-0002-9920-6169
https://orcid.org/0000-0001-5002-9678
https://orcid.org/0000-0003-1714-7386
https://orcid.org/0000-0001-6845-0305
https://orcid.org/0000-0002-8364-7912
https://orcid.org/0000-0003-0941-3859
https://orcid.org/0009-0009-9503-7802
https://orcid.org/0000-0003-2308-334X
https://orcid.org/0000-0002-0281-3617
https://orcid.org/0000-0003-2870-1389
https://orcid.org/0000-0002-9176-7826
https://orcid.org/0000-0002-2582-1740
mailto:z.chen@imperial.ac.uk
mailto:robert.hoye@chem.ox.ac.uk
mailto:a.yip@cityu.edu.hk

10P Publishing

J. Phys. Photonics 6 (2024) 032501 Z Chen et al

from <1% (in 2014) to over 30% (in 2023) across a wide range of wavelengths. However, several
challenges still hinder their commercialization, including the relatively low EQEs of blue/white
devices, limited EQEs in large-area devices, poor device stability, as well as the toxicity of the easily
accessible lead components and the solvents used in the synthesis and processing of PeLEDs. This
roadmap addresses the current and future challenges in PeLEDs across fundamental and applied
research areas, by sharing the community’s perspectives. This work will provide the field with
practical guidelines to advance PeLED development and facilitate more rapid commercialization.
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1. Introduction
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Over the past 9 years, metal-halide perovskites, with their excellent optoelectronic properties and
compatibility with low-capital fabrication methods, have successfully joined the solid-state emitter family
[1]. Perovskite light-emitting diodes (PeLEDs) share many similarities with organic LEDs (OLEDs),
including processability with solution- and vapor-based techniques, as well as compatibility with flexible
polymer/paper substrates and printing techniques for large-scale fabrication or micro-patterning [2-7].

But a critical advantage of PeLEDs over OLEDs is their much narrower emission peaks (both in
photoluminescence (PL) and electroluminescence (EL)) and high color purity across the entire visible and
near-infrared wavelength ranges [8]. Therefore, PeLEDs are considered to have great potential to incorporate
into numerous lighting-related applications.

Compared with the mature OLED and quantum dot (QD) LED (QLED) fields with over 30 and 20 years
of development, respectively, the history of PeLEDs with room-temperature emission is relatively short
(~10 years), as shown in figure 1(a). Nonetheless, the PeLED field has grown rapidly and the number of
publications already exceeds that of the QLED field, forming a new solid-state-lighting community. There
are two main reasons for PeLEDs to gain such considerable research interest. Firstly, PeLEDs are the
fastest-developing technology in the history of LEDs in terms of performance (figure 1(b)). Thanks to the
knowledge and engineering skills developed in the OLED and QLED communities, PeLEDs have improved
their devices’ external quantum efficiencies (EQEs) from less than 1% to over 30% in just 9 years [9—11].
Secondly, PeLEDs have a low material cost and simple synthetic process. The estimated precursor material
cost of representative emitters in PeLEDs is about $2/g (figure 1(b), inset), while the cost of hole transport
layers (HTLs)/electron transport layers (ETLs) is less than $3/g. Furthermore, PeLEDs have potentially low
manufacturing and overhead costs, making them an ideal choice for lighting devices with excellent cost
performance in the future, particularly when compared to commercialized OLEDs that have emitter material
costs of over $45/g and HTLs/ETLs transport layer costs of over $200/g [12, 13].

Although substantial progress in PeLEDs with various colors (i.e. near-infrared, red, green, blue and
white) and forms [i.e. thin-film perovskites and synthesized perovskite QDs/nanocrystals (NCs)] has been
made over the past decade (figures 2(a) and (b)), there is still a long way to go to bring PeLEDs to the
commercial level. We have evaluated the status of the current PeLED field from materials to devices to
applications and summarized it in figure 2(c). To date, plenty of efforts have been made to develop perovskite
materials by compositional and dimensional engineering, which contributes to a wide range of choices of
perovskite emitters with various emission colors (from violet to near-infrared) and dimensionality [e.g.
three-dimensional (3D) bulk perovskites, two-dimensional (2D)/quasi-2D perovskites and zero-dimensional
(0D) perovskite QDs/NCs] [1, 28]. With the assistance of organic ligands and charge/exciton confinement
effect, the 2D/quasi-2D perovskites and perovskite QDs/NCs can achieve photoluminescence quantum yields
(PLQYs) of >90% and possess decent stability, while in general the PLQY and stability of 3D perovskites are
poorer [29, 30]. In terms of devices, the best green PeLEDs have achieved EQEs of >30%, meeting the
demand for commercial products (~30%) [10, 11, 20]; The EQEs of red and near-infrared PeLEDs (>25%)
are also approaching this criterion, but the development of blue PeLEDs and white PeLEDs (WPeLEDs) lags
significantly, with EQEs of only >18% (for blue) and >12% (for white) achieved [31-35]. More importantly,
the overall stability of PeLEDs is still inferior at this stage and difficult to fulfil the commercial requirement
(>11000 h for blue; >250000 h for red; >400 000 h for green), although the best green and near-infrared
PeLEDs show estimated half lifetime (T's) of >30000 h [10, 36, 37]. Therefore, the current challenge of
PeLEDs is mainly in the device and application parts. The low efficiencies in blue and white devices, as well
as the poor stability of PeLEDs, are the main bottlenecks to achieving practical applications such as displays,
illumination, optical communication, electrically pumped lasers and polarized-emission LEDs. Moreover,
the use of toxic lead in PeLEDs commercially remains controversial.

In this Roadmap, we have categorized the discussion and perspective into three main sections: (i)
perovskite emitter materials, (ii) PeLED devices and (iii) potential applications.

In the perovskite emitter section (sections 1 and 2), we show a colorful world of the perovskite family
established by various perovskite films and synthetic perovskite QDs/NCs. Then we delve into the radiative
mechanism within different types of perovskites. The different dimensionality of perovskite crystals causes
different charge-carrier dynamics that affect radiation.
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Figure 1. The development of OLEDs, QLEDs and PeLEDs. (a) The number of publications in each year. Data was acquired from
Web of Science (www.webofscience.com/) by searching with keywords of ‘organic light-emitting diodes), ‘quantum dot

light-emitting diodes’ and ‘perovskite light-emitting diodes’ (updated November 2023). (b) Development of device performance.
Data collected from [1, 10, 11, 14-27]. The inset indicates the precursor material cost of representative emitters in each field [12].
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Figure 2. Efficiency chart of PeLEDs with (a) various colors and (b) various perovskite forms. Data was collected from [1, 10, 11,
20, 31, 32, 34, 36, 38-52]. (c) Evaluation of perovskite lighting from emitters to devices to applications. The color gradient from
green to red represents the status of each issue, ranging from solved to unsolved currently.

In the PeLED device section (sections 3—12), we propose a standard measuring method for PeLEDs that
will help institutionalize the reported EQEs in the field. Then large-scale and vacuum-deposited PeLEDs are
demonstrated to exemplify the feature of solution processing and the compatibility with the industrial film
deposition process, respectively. The subsequent discussion of two main optimization strategies at the device
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level nowadays (i.e. interfacial engineering and optical engineering) provides the field with hints to further
improve the performance of PeLEDs, especially for the blue and white devices. Additionally, we explore other
functional devices such as high-brightness devices, WPeLEDs and perovskite-based hybrid LEDs to showcase
the various research directions, possibilities and concepts in the field. Finally, two main issues (i.e. poor
stability and toxicity of lead) retarding the commercialization of PeLEDs are considered, showing a future
route for the practical use of PeLEDs.

In the application section (sections 13—17), we show a wide range of possibilities for future applications
of PeLEDs. With their high color purity, perovskite emitters are excellent for display applications, achieving
the International Telecommunication Union Recommendation BT 2020 (Rec. 2020) standard. In fact, a
liquid crystal display prototype based on perovskite light-emitting films was successfully demonstrated by
Zhijing Nanotech and TCL in 2018 [53]. Optical communication is another potential application for PeLEDs
due to their high brightness and response speed. Finally, devices with other functional emissions like lasing
and polarized emission are also discussed, which demonstrate the diverse possibilities of perovskite lighting.

In the near future, we envision a colorful PeLED world constructed from a wide range of perovskite
emitters, devices and potential applications.
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2.2D/3D perovskite thin films and colloidal nanocrystal perovskites

Nadesh Fiuza-Maneiro, lago Lopez-Ferndndez, Clara Otero-Martinez and Lakshminarayana Polavarapu
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Vigo, Materials Chemistry and Physics Group, 36310 Vigo, Spain

Status

Two-dimensional/three-dimensional (2D/3D) halide perovskite thin films: The preparation of a uniform light
emissive layer with excellent charge carrier transport properties is critical in the fabrication process of
light-emitting diodes (LEDs). Numerous methods including spin coating, drop-casting, dual and
single-source evaporation, pulsed laser deposition and melt-processing have been developed to fabricate
halide perovskite thin films. Among all, the solution-processed spin coating has been extensively used to
obtain thin films of 3D and 2D perovskites and their mixtures (figure 3). For more detailed information on
this subject, we recommend the reader refer to a previous review [54].

One of the first reports of halide perovskite LEDs (PeLEDs) has demonstrated near-infrared and green
electroluminescence (EL) with external quantum efficiencies (EQEs) of 0.7% and 0.1%, respectively, using
solution-processed 3D MAPDX; perovskites films (figure 3, without using passivation molecules) [9].
Subsequently, a large number of studies were carried out to improve the performance of PeLEDs by
confining the injected carriers in nanograins or Ruddlesden—Popper 2D perovskite quantum wells with
tunable bandgap and the EQEs has already surpassed 20% [50, 55]. The 2D perovskites exhibit high exciton
binding energy and thus enhanced radiative recombination. As illustrated in figure 3, the use of long-chain
ammonium cations in the precursor solution leads to the formation of 2D or 2D/3D perovskite films because
the molecules are too big to fit A-site and thus block the 3D crystal growth. The 2D perovskite quantum wells
either form oriented or random stacks on the substrates depending on the experimental conditions.
Researchers have tried to control the orientation of stacks by solvent engineering and study them with x-ray
scattering techniques.

The organic spacer molecules not only confine the charge carriers in dielectric confinement but also
passivates the surface of 2D perovskites to suppress nonradiative recombination as well as protect them
from moisture-induced degradation. Thus, the organic molecules play a crucial role in obtaining 2D
Ruddlesden—Popper perovskites with blue-shifted photoluminescence (PL) in comparison with that of 3D
counterparts [56]. By controlling the ratio between the long-chain organic cations and A-cations [Cs,
methylammonium (MA), or formamidinium (FA)], the thickness of the 2D perovskites is precisely
controllable down to one monolayer (n = 1), enabling the bandgap tuning [57]. This approach enabled the
fabrication of Br-based PeLEDs with emission tunable from pure green-to-blue wavelength regions with
reasonable EQEs [57]. Various organic molecule additives that do not fit into the octahedral sites of
perovskites, including long and short-chain alkyl (or conjugated organic molecular) amines, phosphine
oxides, sulfonates and polymers have been used for the passivation of 2D and 3D perovskite layers of the thin
films (either by adding in precursor solution or by post-synthetic addition as shown in figure 3) [56, 58].
Among all, phenylethylammonium (PEA) cation has been extensively exploited to obtain Br and I-based 2D
perovskite quantum wells as well as mixed dimensional inorganic and hybrid perovskite thin films [59].

The passivation methods have been effectively explored to reduce the trap density and suppression of
thermal quenching in perovskite films. The ligands either bind at the A-sites or coordinate to the Pb**
defects of the surface of perovskites. The mixed dimensional perovskites refer to quantum wells with
different thicknesses ranging from monolayer to bulk. These systems exhibit high PL quantum yield (PLQY)
under low excitation fluences and show enhancement in the electroluminescent efficiency (EQEs of >20%)
due to an energy cascade process, i.e. energy transfer from higher energy bandgap quantum wells to lower
energy bandgap 3D perovskites through energy funneling [59], enabling efficient radiative recombination.
The organic spaces not only passivate the perovskite surfaces and lead to 2D quantum wells but also enhances
the stability against moisture and water. The spacer molecules with the capability to form intermolecular
interactions improve the water stability of perovskites by acting as a barrier for water molecules to prevent
their penetration into perovskites. Despite significant progress in the last decade, it is still extremely
challenging to obtain perovskite thin films with high PLQY and long-term stability that is required for
commercial applications.

Colloidal halide perovskite nanocrystals (NCs): The first report on highly luminescent colloidal lead halide
perovskites was first published in early 2014 by Pérez-Prieto and co-workers [60]. The synthesis is based on
the acetone-induced reprecipitation of precursors into MAPbX; colloidal perovskite. In early 2015, inorganic
lead halide perovskite (CsPbX3) NCs with well-defined cubic morphology and high monodispersity were
reported by Protesescu et al [61]. After these early reports, the research on metal halide perovskite NCs with
different shapes and compositions (A, B and X) has virtually exploded. Over the years, a wide range of
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Figure 3. Schematic illustrations of the most commonly used spin coating approach for the preparation of halide perovskite thin
films and the atomic view of some of the possible configurations of 2D and 3D perovskite layers separated by organic molecules.
A dimethylformamide solution containing perovskite precursors (AX and PbX», X: Cl, Br or I, A: MA, FA or Cs) is drop cast on a
desired substrate followed by thermal annealing, leading to homogeneous perovskite film. The PLQY of the films is often
enhanced by introducing passivation molecules either in the precursor solution or through post-treatment of perovskite film.

synthesis methods has been reported for the controlled synthesis of metal halide perovskite NCs [47].
Among all, hot-injection synthesis and ligand-assisted reprecipitation approaches have received great
attention owing to their versatility to obtain high-quality NCs of different morphologies and compositions
(figure 4). While the hot-injection synthesis involves high temperature and inert conditions, the
reprecipitation synthesis commonly carried out at ambient conditions. Still, hot-injection synthesis yields
perovskite NCs with excellent control over shape and composition along with high monodispersity. On the
other hand, the precipitation approach is easily scalable to obtain large quantities of colloidal NCs at ambient
conditions. In both these syntheses, an amine-acid ligand pair, especially oleylamine-oleic acid, has been
used extensively to protect the metal halide perovskite NCs. The optical properties of lead halide perovskite
NCs are easily tunable across visible to near-infrared by halide composition as well as by accessing the
quantum-confinement effects. The halide and A-site composition is easily tunable by ion-exchange reactions
at room temperature. The capping ligands play a crucial role in ion exchange reactions. The shape of the NCs
is tunable from 3D nanocubes to quantum-confined zero-dimensional nanocubes and 2D nanoplatelets of
different thicknesses and nanowires to nanorods [47]. As illustrated in figure 4, the shape of the NCs is tuned
by controlling several reaction parameters such as reaction temperature, time, amine/acid ligand ratio, the
ratio of A-cation to ligands and long-chain to short-chain amines, etc [47]. On the other hand, dopants of
different types (Rb™, Na™, KT, Ag™, Mn?*, Cu?*, Mg?* Ce’T, Tb’T, YbT, etc) can be introduced into
metal halide perovskite NCs via in situ synthesis or post-synthetic doping [47]. Various dopants have been
explored to improve phase stability as well as to induce new optical features and functions in metal halide
perovskite NCs. In addition, as the stability of metal halide perovskite NCs is strongly dependent on the
capping ligands, different types of ligands have been studied and found that multidentate ligands with several
binding sites have great potential for enhanced stability.

Current and future challenges

2D/3D perovskite thin films: Whereas significant progress was made in achieving high-efficiency thin films for
green and red emissive LEDs, blue emissive thin films are currently lagging with low PLQY [57]. Blue
emitters can be prepared either with 3D Cl-perovskites or using 2D quantum wells of Br-perovskites.
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Figure 4. Schematic illustration of the shape-controlled synthesis of halide perovskite NCs by hot-injection (a) and reprecipitation
(b) approaches. The shape of the NCs is controllable from 3D nanocubes to quantum confined nanocubes and nanoplatelets of
different thicknesses as well as nanowires and nanorods and beyond. The dimensionality of NCs is controllable by various
reaction parameters (reaction temperature, reaction time, precursor ratio, ligand types, ratio of short chain to long chain ligands),
as illustrated in the figure. Doped NCs can be obtained by either direct in-situ synthesis or through post-synthetic doping.

However, both suffer from low PLQY. While Cl-perovskites are less defect tolerant unlike Br- and
I-perovskites [62], Br-perovskite 2D quantum wells without passivation exist high defect density because of
the high surface-to-volume ratio [63, 64]. The 2D Br-perovskites generally requires passivation of surfaces
with organic molecules to achieve high PLQY, but they can affect the charge carrier properties in the device.
Thus, the blue LEDs made of 2D Br-perovskites exhibit lower EQEs as compared to green LEDs made of 3D
Br-perovskites [65]. Therefore, the fabrication of metal halide perovskite-based blue emitters with efficiency
as high as green and red emitters is extremely challenging. Although the emissive color is tunable by varying
the thickness of the quantum wells, precise control over the average thickness of quantum wells in thin films
is difficult and often leads to mixed-dimensional films with multiple emissive peaks. Another challenge
associated with 2D perovskite thin films is their thermal and environmental stability. Although hydrophobic
organic spacer molecules act as barriers to water molecules that degrade perovskites, they can also block

the charge carriers and thus affects the efficiency of LEDs. Moreover, they cannot provide complete
waterproofing. Besides, reducing toxicity using Pb-free perovskites is another challenge as the Pb-free
perovskites are either inefficient emitters (e.g. double perovskites) or relatively less stable (e.g.
Sn-perovskites) [47].

Colloidal halide perovskite NCs: The challenges associated with 2D/3D thin-film perovskites regarding
blue emitters, long-term stability and toxicity is also applicable to colloidal perovskite NCs. Besides, precise
control over the emissive wavelength of quantum-confined nanocubes or nanoplatelets is challenging as the
synthesis often results in NCs with mixed dimensions with multiple emissive peaks in the PL spectra.
Although various shapes of NCs have been reported, nanocubes and nanoplatelets have been significantly
studied regarding their use as emitters in LEDs [47]. While nanocubes are efficient and relatively easy to
obtain in large quantities, nanoplatelet LEDs (blue or red) generally exhibit low EQE and are difficult to
process their thin films and show poor stability compared to nanocubes. Another important challenge
associated with NCs is their processing into thin films. This step requires excess ligand-free colloidal
solutions that can be obtained by antisolvent-induced washing or multiple centrifugation cycles [63].
However, these process often results in the removal of surface ligands and lead to a reduction in PLQY and
even degradation of NCs [47]. Therefore, it is challenging to find strong-binding short-chain ligands that can
stabilize perovskite NCs without affecting the charge carrier transport. Despite various reported
morphologies, CsPbX3 nanocubes and nanoplatelets have been significantly in the fabrication of perovskite
NC-based LEDs [47]. It would be interesting to make use of the anisotropic shape of perovskite NCs to
achieve polarized emission and the corresponding LEDs. While an EQE of ~25% has been achieved for
nanocubes, the maximum EQEs obtained for nanoplatelet LEDs are still in the range of 1%—-2%. Besides,
organic—inorganic hybrid perovskite NCs have been relatively less explored as compared with all-inorganic
systems due to the challenges associated with the stability of hybrid systems. However, a few studies have
demonstrated the potential of hybrid perovskite NCs for making efficient LEDs [40], which are encouraging
for the exploration of hybrid systems in the future.
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Advances in science and technology to meet challenges

Opver the years, researchers have made great progress in understanding the science and technology of halide
perovskite materials. The fabrication methods for thin films and colloidal NCs have been well developed and
the origin of luminescence from these materials and the degradation mechanism are being extensively
investigated. To improve the blue luminescence of Cl-perovskites, the surface of perovskites should be
strongly passivated with strong binding ligands. In this regard, an increase of PLQY from 1.1% to 19.8% of
blue LEDs was reported through the incorporation of phenylethylammonium chloride (PEACI) into 3D
CsPbBr; perovskites [66]. The addition PEACI results in 2D/3D mixed-dimensional perovskite. The
efficiency could be improved to 49.7% through the incorporation of yttrium (III) chloride into the CsPbBrs;
perovskite. The yttrium increases the bandgap and confines the charge carriers leading to efficient radiative
recombination, reaching EQE of 11.0% and 4.8% for sky-blue and blue LEDs [66]. The PEA™ is also used in
the fabrication of 2D quantum wells of PEA;(Rb,Cs;_,),,—1Pb,Brs,4; that emits pure blue PL with a PLQY
as high as 82%. However, the EQE of the LEDs made out of these materials is still very low (1.35%)
compared to 3D counterparts [57]. Therefore, further scientific advances require a better understanding of
the origin of low EQE despite the high PLQY of thin films as well as 2D nanoplatelets. One reason could be
due to the high density of spacer molecules that blocks the charge carrier transport in 2D quantum well
layers. It would be interesting to study carrier transport with different organic spacers in 2D quantum well
layers of thin films as well as quantum-confined colloidal nanoplatelets.

In regard to waterproofing, improving the intermolecular interactions between organic spacers could
improve the stability against water. Also, it is important to further advance the film encapsulation strategies
for long-term stability [67]. To reduce the toxicity, there is a need to develop strategies to use Sn-based as well
as doped double perovskite systems (thin films and colloidal NCs) as alternatives to Pb-based emitters.
Device encapsulation could help to stabilize the Sn-based perovskites against oxidation. In regard to NC
stability against washing, multidentate ligands that have several binding sites need to be explored without
compromising the charge carrier transport in corresponding NC films [63]. It would be interesting to
develop conjugated organic multidentate ligands to enhance stability as well as charge transport.

Concluding remarks

The preparation of highly luminescent thin films and colloidal NC perovskites is a primary step in the
fabrication of PeLEDs. Various methods have been developed for both thin films and colloidal perovskites.
The fabrication of 2D/3D perovskite films is a single step process while the preparation of NC films involves
multiple steps including synthesis, purification and film formation. However, in case of thin films it is
extremely challenging to the control over the thickness of 2D quantum wells and thus their emission
wavelength and often leading to the formation of multiple quantum wells. Currently, research is being
carried out to fabricate phase-pure 2D halide perovskite thin films with improved stability by ligand
engineering, chemical composition and optimized crystal growth [68]. On the other hand, colloidal
nanoplatelets of different thickness with high monodispersity can be prepared by well-established synthesis
methods [69]. Despite this, nanoplatelet PeLEDs still exhibit low EQE compared to that of 3D counterparts.
2D/3D mixed perovskites with proper organic spacers are efficient for the fabrication of LEDs with over 30%
EQE (figure 2(b)). Despite great progress in green and red LEDs, blue LEDs are lagging due to the low PLQY
of Cl-based perovskites as well as Br-based quantum wells. Although green-emitting CsPbBr; and
red-emitting CsPbl; NCs exhibit high PLQY, blue/violet-emitting CsPbCl; NCs exhibit low PLQYs, as they
are relatively less defect-tolerant [62]. There are several reports demonstrating drastic improvement in the
PLQY of CsPbCl; NCs by doping [70]. Recent studies on 2D quantum wells showed promising results with
high PLQY, but the EQE is still low. Besides, Sn-based and double perovskites need to be explored as an
alternative to Pb to address toxicity issues. In addition, molecular engineering of organic spacers and
encapsulation strategies need to be explored for long-term stability. On the other hand, an EQE of ~25% is
already achieved for perovskite NC-based LEDs through appropriate surface passivation (figure 2(b)).
Therefore, strong binding ligands need to be explored for effective surface passivation of metal halide
perovskite NCs even after the antisolvent-induced washing process. In addition, the research on Pb-free
perovskite NCs needs to be accelerated to explore them with their full potential.
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Navendu Mondal and Ziming Chen
Department of Chemistry and Centre for Processible Electronics, Imperial College London, London W12
0BZ, United Kingdom

Status
External quantum efficiency (EQE), which is one of the critical parameters to gauge the quality of a
light-emitting diode (LED), can be described by the following equation [1]:

EQE = B._p X L._, x LEE x ELQY (1)

where B._}, L._p, and LEE describe the balance of injected electrons and holes, loss of injected electrons and
holes and light extraction efficiency, respectively, which are mostly governed by the device architecture
design. While the electroluminescence (EL) quantum yield (ELQY) is mainly determined by the intrinsic
emissive properties of the emitter under electrical injection. It directly relates to the ratio between radiative
and non-radiative recombination within the emitter. Therefore, understanding the radiative mechanism of
LEDs is important to improve their overall performance.

However, in the perovskite light-emitting field, due to the difficulty of directly measuring ELQY,
researchers largely rely on understanding the radiative mechanism from the viewpoint of photoluminescence
(PL) quantum yield (PLQY). Therefore, initial research efforts in the field were directed towards identifying
key factors that could enhance PLQYs of perovskites, e.g. improving the radiative emission rates and/or
mitigating the competing non-radiative emission (loss) pathways. Various transient PL and absorption
spectroscopies have been implemented on wide variety of perovskites in rationalizing the luminescence
mechanism through understanding the dynamics of charge carriers (excitons) following photogeneration.

Owing to the low-exciton binding energy of three dimensional (3D)-perovskites, excitons often dissociate
into free carriers (at room temperature) and they are the major photoexcited species in 3D perovskites.
Therefore, radiative recombination between electron—hole essentially representing the second-order process
undergo competition with various carrier-density dependent non-radiative processes (i.e. first-order
trap-assisted and three-body Auger recombination) [1, 71, 72]. While in low-dimensional perovsKkites,
exciton (electrostatically bound electron—hole pair) being the main photoexcited species undergo radiative
excitonic recombination (first-order in nature) which is in competition with the various non-radiative
processes like first-order trap-assisted recombination and second-order exciton—exciton annihilation related
Auger type recombination (insets of figure 5(b)). [73] The overall charge-carrier or exciton dynamics can
thus be represented by the following Equations (2) and (3), respectively. Here, n and N represent the density
of charge-carriers (electron/hole) and exciton, respectively; ki, k, and k; represent monomolecular,
bimolecular and Auger recombination rate constants, respectively; kirap, kex and kex_x represent trap-assisted
recombination, exciton recombination and exciton—exciton annihilation rate constants, respectively [1, 71,
74-76]. Impact of these processes in overall dynamics is largely influenced by the density of carriers/excitons
generated in the system (as shown in figure 5(c)) and therefore PLQY also becomes their density dependent
as expressed below

dn 2 3 kzﬂ
- = PIQY = ———— 2
dt kﬂ’l“rsz’l +k31’l 5 Q k1+k21’1+k31’12 ( )
dN k
— —— = (kypap + kex) N+ kex_exN?, PLQY = = . 3
dr ( e * ) * Q (ktrap + kex) + kex—exN ( )

At a low-carrier density regime (<10'® cm™), trap-assisted non-radiative recombination and radiative
excitonic recombination generally dominate in 3D and two-dimensional (2D) perovskites, respectively.
Therefore, unlike 2D perovskites, maximization of PLQY values for 3D perovskites can be achieved under
relatively higher carrier density as evident from figures 5(b) and (c) [73, 77]. However, such level of carrier
density (10'°~10'® cm—3) is even higher than that required under normal working conditions of PeLEDs
(<10'® cm—3). This points to the fact that unlike bulk 3D perovskites, perovskites nanocrystals and 2D
perovskites wherein excitonic recombination dominates, could be potential candidates for the PeLED
applications. According to equations (2) and (3), the following strategies can be considered in terms of PLQY
improvement for various class of perovskites.

Reducing k or kirap value. Metal halide perovskites known for their defect tolerance nature, generally
possess shallow traps instead of deep traps. Although shallow traps are less harmful to the excited carriers,
they still induce non-radiative recombination loss. For example, as evident from simulated results in
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Figure 5. (a) Schematic description of typical relaxation pathways of carriers generated in 3D perovskites following
photoexcitaion. (b) Carrier-density-dependent PLQY for 3D and quasi-2D perovskites. Reproduced from [73]. CC BY 4.0. (c)
Simulated curves for complete decay rate (comprises three different orders) of charge-carriers in 3D perovskites. [75] John Wiley
& Sons.© 2018 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim. (d) Variations of PLQY in 3D perovskites upon changing the
monomolecular recombination rate constant. Reproduced from [76]. CC BY 4.0.

figure 5(d), that significant reduction of monomolecular recombination rate constant (i.e. reducing the trap
density) is a key strategy towards achieving maximized PLQY in 3D perovskites under low carrier density
regime.

Improving k, or kex value. As the spatial confinement of the charge-carriers within a small volume enable
efficient faster radiative recombination, this has been adopted as key strategy to enhance radiative
recombination in perovskites. Unlike 2D perovskites, 3D polycrystalline films of perovskites often suffer
from poor performance in PeLEDs due to its low exciton binding energy (leading to formation of
free-carriers at room temperature) and slow electron—hole radiative recombination process. To tackle this
issue, several strategies were developed towards reducing the crystal domain size of those 3D perovskites such
that spatial confinement of the charge-carriers can be attained. Similarly, the formation of multi-quantum
well for 2D perovskites and type-I core—shell structure for perovskite quantum dots, if exploited properly,
would be the key methods to confine excitons spatially and energetically.

Reducing the ks or kex—ex value. When Auger recombination is dominant (under the high density of
carriers/excitons) in the overall carrier/exciton dynamics, reduction in PLQY is expected and results in
efficiency roll-off. On the other hand, although confinement of carriers is highly desired to improve the k; or
kex values, the greater electron—hole wavefunction overlap also enables faster (efficient) Auger recombination.
This effect becomes more obvious at relatively lower excitation density for those systems with higher exciton
binding energies. Therefore, efficiency roll-off for 2D/quasi-2D perovskites occurs at a much lower excitation
threshold compared to 3D perovskites as evident from figure 5(b). However, attempts towards suppression of
Auger recombination to weaken the efficiency roll-off is still limited to a handful of literatures [73, 78].

Current and future challenges

Even though measurement of PLQY and associated identification of radiative and non-radiative routes are
important characteristic markers to predict the ELQY of PeLEDs, significant discrepancies between actual
ELQY values and measured PLQYs may occur due to several reasons:

(i) The discrepancy of EL and PL behavior due to the electron—hole-balance difference, for instance in PL,
identical electron and hole population is always generated by means of optical excitation, while in EL,
their population ratio highly depends on the respective injection capability of electrons and holes in the
device. For instance, recently Sharma et al demonstrated that EL intermittency behavior is quite
different from the PL intermittency in single perovskite nanoparticles due to imbalanced
charge-injection/accumulation in the perovskite layers or their interfaces under electrical biasing
condition [79]. This imbalance of charges resulting to additional non-radiative Auger recombination
associated with various charged-exciton (also known as trions) complexes which often reduce the
brightness of the emitter.
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(ii) The charge carrier dynamics of the emitting layer under photoexcitation might be different from the
operando carrier dynamics under electrical injection. For instance, interfacial trap filling process would
be critical in EL as all injected carriers have to pass every interface in the device while such an effect
would be less obvious in PL as carriers have to successfully diffuse to interfaces first. In addition,
funneling of charges from large-bandgap to small-bandgap components is usually observed in
quasi-2D perovskite under photoexcitation, while such processes would become much less significant
as majority of the carriers should be directly injected into the low-bandgap components due to their
low electric resistance.

(iii) The ratio of singlet- and triplet-excitons generated by photoexcitation and electrical injection might be
different. In typical organic materials, the ratio of singlet and triplet under photoexcitation is generally
based on the competition among singlet decay rate, intersystem crossing rate and reverse intersystem
crossing rate; while such ratio originally becomes 1:3 under electrical injection according to the spin
statistics, although processes like thermally-activated delayed fluorescence (TADF) [80] and
triplet-triplet annihilation could further amend this ratio [81]. Therefore, such a discrepancy might
become more obvious in the perovskite systems containing large portion of organic ligands (e.g. 2D
and zero-dimensional perovskites), especially in the case where singlet/triplet transfer between
perovskite and organic counterpart is expected.

The lack of proper characteristic techniques and the inferior stability of PeLEDs under applied voltage
retard the field in studying the aforementioned areas. Therefore, investigation towards the radiative
mechanism in PeLED working devices remains fairly unexplored to date.

Advances in science and technology to meet challenges
After well establishing the radiative mechanism under photoexcitation for excitonic and non-excitonic
perovskite emitters, research interest is encouraged to shift towards the investigation of radiative mechanism
under electrical injection for the PeLED devices. To meet this end, novel characterization technologies need
to be developed.

Steady-state and time-resolved optical spectroscopies integrated with electrical pumping sources might
be one of the potential options. For instance, a combination of electrical excitation and optical detection (e.g.
time-resolved EL, electrical pump-optical probe, electrical pump-THz probe) could resolve a wide range of
charge carrier dynamics under electrical injection, which also would help in minimizing the knowledge gap
towards device physics.

Additionally, we consider following research aspects would become indispensable puzzles to develop the
whole picture of the radiative mechanism of PeLEDs:

(i) Development of proper device structure to mitigate the charge imbalance which would allow to
suppress/regulate recombination from various other undesired excitonic complexes like trions. In
short, careful consideration towards band-edge energetic alignment and charge carrier mobility among
functional layers in the device is essential to achieve adequate charge balance as indicated previously by
Klimov & co-workers in their finding on quantum dot LEDs [82].

(ii) More systematic efforts towards exploring the photophysics of quasi-2D in composition and
confinement space are required to unveil the critical role of multiple layers on exciton funneling to
tuning the exciton binding energy. This would allow finding prospective directions towards high ELQY.

(iii) Development of appropriate kinetic models (beyond the conventional ABC model) is required to
isolate various other non-radiative events like evidence of Auger-assisted trapping reported previously
[83] in 3D perovskites. Also, existence of both carriers and excitons (like in quasi-2D perovskites,
weakly confined perovskite nanocrystals) may also complicate the simplest form of kinetic equations
(like equations (2) and (3)).

(iv) As discussed previously, presence of trap centers often limits both the PLQY and ELQY due to the
trap-assisted non-radiative recombination processes, while in few instances evidence of
trapping-detrapping events found to facilitate the radiative recombination process by means of delayed
PL [84]. Therefore, careful control of energetic positioning of those trap-states and their origin could
be beneficial for realization of PeLEDs analogous to typical organic TADF materials.

(v) Exploring the triplet-exciton of perovskites for TADF could be an interesting avenue. Evidence suggests
that low-lying triplet excitons of perovskites are involved in the TADF process, either directly or by
forming a hybrid composite with low-lying organic triplets [85-88]. Therefore, manipulating
singlet-triplet exciton energy spacing in wide range of perovskites and hybrid perovskite composites
could provide the design guidelines for hybrid TADF materials in potential light-emitting applications.
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Concluding remarks

Understanding and carefully controlling the radiative and non-radiative processes in various classes of
perovskites is the prerequisite towards obtaining efficient performance of PeLEDs. There is already
significant progress towards introducing confinement effect to improve radiative processes and eliminating
various non-radiative trap centers to eventually enhance the PLQY and ELQY. While more attention required
in managing the efficiency roll-off through manipulating Auger recombination processes. In general,
inconsistency between PLQY and ELQY values urges intense effort towards exploring the operando
photophysics and comparing them with the intrinsic photophysics of perovskite emitters is highly essential to
bridge the existing knowledge gap. To meet this end, efforts on novel characterization techniques and stable
device development are highly encouraged and some open research directions proposed here could be key
for comprehensive understanding of radiative mechanism of PeLEDs.
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4. Measuring methods of perovskite light-emitting diodes
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Status

As an emerging class of light sources, perovskite light-emitting diodes (PeLEDs) have aroused significant
interest for their precise color control, brightness and cheap fabrication processes [89]. However,
measurement protocols in use for other LED technologies do not capture the various peculiar phenomena
behind the working nature of halide perovskite devices, such as transient effects or photon recycling [71].
There has not been consistent use of measurement protocols for PeLEDs, resulting in differences between the
figures of merit and setups employed to assess their performance. Although improving in recent times [90],
this lack of uniformity has complicated comparisons between literature reports. This section will provide an
accessible guideline for the characterization of PeLEDs, which should be widely used across the field to
ensure a rigorous and hastened development of the technology.

An important parameter for assessing the quality of a PeLED is the external quantum efficiency (EQE).
This dimensionless metric is defined as the ratio of photons escaping the device over the number of charge
carriers flowing through the external circuit. This value should be reported in conjunction with the current
density J (mA cm™2) over many orders of magnitudes of current, i.e. 10°~10*> mA cm™2. It is common to
obtain the peak EQE value at relatively low voltages (low current densities, e.g. on the order of 10° mA cm™2)
due to a combination of factors, including the fact that in that recombination regime there are minimal
Auger recombination events occurring, good charge injection balance and low Joule heating [91, 92].
Therefore, while this metric gives valuable information on the upper limit of the PeLED performance, it tells
little about how useful the device is in terms of brightness. In this regard, it is important to also assess the
emissivity of a PeLED. This can be done by calculating the radiance (W sr—! m~2), which is the photon
power emitted per unit of area per unit solid angle. However, this quantity is usually reshaped in terms of
luminance (cd m~2) for devices emitting in the visible range, which accounts for the photopic response of
the human eye. Following this reasoning, it is also convenient to recast the EQE in terms of current efficacy
(cd A™1) to evaluate the ability of a device to achieve a practical value of luminance—around 1000 cd m 2
for modern outdoor displays and light applications. Finally, the emission color and its purity should be given
in terms of the chromatic coordinates (x,y) determined by the Commission Internationale de I’Eclairage
(CIE), an established system that takes into account the behavior of the cone cells in the human eye.

Current and future challenges
Halide perovskites are sensitive to different external agents such as air and moisture. Such factors have a
negative impact on the emitter as they accelerate transient phenomena, such as ion migration, that lead to
degradation and stability issues. For this reason, it is important to characterize PeLEDs in an inert
atmosphere, e.g. a N,-filled glovebox, or after being encapsulated by glass slides in such a glovebox; provided
the encapsulation is robust, this approach nominally eliminates environmental effects that introduce
artefacts in the metrics and otherwise limit access to the fundamental processes governing PeLED operation.
The ionic nature of halide perovskites makes halide segregation and phase heterogeneity impactful processes
that affect structural stability and device integrity of PeLEDs. Correctly assessing these compositional and
structural properties can be difficult because such transient phenomena will appear as soon as voltage is
applied and given there is currently no standardized stress tests among different research groups for PeLEDs,
this complicates drawing of conclusions. Joule heating is another pertinent obstacle towards the advance of
perovskite emitters: it contributes to the EQE roll-off phenomenon that influences PeLEDs at high current
densities and the increased temperature negatively impacts the already unstable perovskite emitter. The
active material layer thickness is usually in the order of a few tens of nanometers and, without tackling heat
dissipation, the aforementioned transient degradation processes are accelerated [93]. Therefore, while a J-V/
sweep can reveal the current/voltage characteristics of a device, important performance changes occur during
operation. Measurements must consider this potential evolution of the optoelectronic qualities of PeLEDs
during acquisition. Determining the optimal voltage range for which the PeLED does not change and
conducting both a fast scan followed by a slower one, say at 0.5 V and 0.1 V step size, respectively, should
highlight eventual material structural issues. A key note here is that scan rate should be carefully selected to
avoid inducing measurement artefacts from the ionic movement of the halides.

Another pressing issue concerns the transient nature of the electroluminescence (EL) intensity and the
color stability. The PeLED EL spectrum should be reported at the conditions corresponding to peak EQE and
at the maximum luminance, which typically are not at the same operational bias. This is particularly
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Figure 6. (a) Operating voltage-dependent changes of the EL peak wavelength in the sky-blue PeLEDs with (blue) and without
(black) poly(9,9-bis(3’-(N,N-dimethyl)-N-ethylammonium-propryl-2,7-flourene)-alt-2,7-(9,9-dioctylfluorene) ) dibromide
(PENBr) modification. (b) Temporal evolution of the EL peak wavelength in the sky-blue PeLEDs with and without PENBr
modification operating under a constant voltage of 4.0 V. (c) Operational lifetime measurement for the sky-blue PeLEDs with and
without PENBr modification measured under a constant current density of 5 mA cm™2. (d) Device architecture. Reproduced
from [94]. CC BY 4.0.

important to evaluate color stability in blue PeLEDs that typically shift to green wavelengths under
operation, an example of which is shown in figure 6 [94]. The same device could maintain true blue emission
(<470 nm) at 4 V, but the spectrum already shifts to green emission at 5 V or higher, giving a false statement
of its color stability. Therefore, when reporting particular PeLED stability and lifetime metrics one must also
report the luminance as a function of time and highlight typical metrics such as T'sp and Tos (time at which
the LED has dropped to 50% and 95% of its initial luminescence, respectively) at different brightness values.
Reporting these luminance metrics for appropriate outdoor (>1000 cd m~2) and indoor (>100 c¢d m—2)
display applications returns a comprehensive overview of the device limitations.

Advances in science and technology to meet challenges
Various methods and equipment exist to properly assess the optoelectronic characteristics of PeLEDs. We
suggest that the best route involves collection of emitted photons just in the forward direction by employing
an integrating sphere in combination with a spectrometer and a sourcemeter (figure 7). Using a 27 geometry,
where the LED is placed tangentially to the surface of the sphere, makes handling of devices inside an inert
glovebox straightforward compared to applying ‘leg’ contacts to an LED, then mounting it onto a holder,
measuring the emitted photons with a photodetector and successively integrating over the forward solid
angle. Using an integrating sphere along with carefully obtained calibration factors, one can convert counts
read by the spectrometer into number of photons, as one can assume that the spherical geometry makes the
light isotropic and the same fraction of light is collected. One must be careful to perform both measurements
and calibrations under the same conditions, to avoid incorrect estimations of the number of photons
emitted. These three components allow the user to precisely obtain the EQE value, J-V characteristics and
EL spectra of the measured PeLED.

It is also possible to carry out a more detailed characterization by analyzing the angular distribution of
the emitted photons. Lambertian emission profiles are usually assumed and reported for most PeLEDs.
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Figure 15. Cross-linking strategy in a green PeLED interferes directly with ionic transport at the grain boundaries, demonstrating
improvement in repeated run stability and leads to a device with a T'sg of over 200 h. Within the polycrystalline structure,
cross-linking bridges the boundaries with a largely inert barrier that resists the formation of trap states. [191] John Wiley & Sons.
© 2021 Wiley-VCH GmbH.

options become available, we expect it increasingly likely that we will find more successful combinations of
strategies. It is clearly worthwhile that as these potential breakthroughs are found, we ensure further study to
better clarify the mechanisms of improvement and how they can be balanced with the myriad demands for a
complete working device.
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Status

Lead halide perovskites are wonderful optoelectronic materials. But what is so special about Pb>*? The
existing wisdom suggests 65> (two s electrons in the outermost orbital) electrons and strong spin—orbit
coupling of Pb** ions do miracles in electronic band structure, leading to interesting optoelectronic
properties. These findings raise obvious fundamental curiosity about why cannot one develop lead-free
halide perovskites with electronic band structure similar to the lead-halide perovskites. Importantly, such
lead-free materials might have advantages of being environmentally benign and more stability, compared
lead-halide perovskites. A combination of this fundamental curiosity and technological relevance has led to
the exploration of various lead-free halide perovskites for light emitting diodes (LEDs).

Lead-free halide perovskites have been explored for both electroluminescence (EL) LED and
photoluminescence (PL) based phosphor-converted LED (pc-LED) [192-195]. Figure 16(a) shows that
CsSnl; EL LED that emit near infrared light (peak at 932 nm). The radiance reduced to 50% of its maximum
radiance after, T'sp = 23.6 h of operation inside N;, filled glovebox [192]. By optimizing the film quality,
device structure and controlled charge injection in the device, the external quantum efficiency (EQE) of
5.4% is achieved with maximum radiance of 162 W sr~! m~2. To improve the stability, 2D layered hybrid
Sn-halide perovskites are used increasing the half-lifetime (7's9) > 150 h inside N filled glovebox, but EQE
reduced to 3.3% and the emission peak wavelength blue shifted to ~605 nm [196]. Recently, FA¢9Csq 1 Snl;
base LED with phenylethylammonium iodide and Vitamin B1 has achieved 8.3% EQE [197].

The other strategy is to develop lead-free halide perovskite phosphors, that can be coated on a
commercial ultraviolet or blue LED chip. Double perovskites like Cs;AgInCls and Cs,NalnClg are doped
with suitable metal ions, yielding pc-LEDs of desired light emission (see figure 16(b)). Doping s-electrons
(Bi**, Sb>T), d-electron (Mn2T), f-electrons (Sm>*, Yb**, Er’*, Ce®T) yields emission of a wide variety of
visible lights with desired color and spectral width [198-200]. Interestingly, Yb*>*, Nd**, Er** and Cr**
doped in double perovskites yields short-wave infrared radiation of peak wavelengths in the range of
880-1550 nm and spectral width in the range of 0.25-0.01 eV [193, 201-203]. These results provide huge
scope for developing pc-LED, particularly in the short-wave infrared region.

Note that there are perovskite derivative structures like 2D FA3Bi,Bry, Cs3Sb,Brg NCs, impurity ion
doped 0D Cs,SnClg and Cs,ZrClg, that show intense emissions in the visible region. Non perovskite Cs;Cu,I5
have PLQY close to 90% [194]. Such metal halides are also good candidates for pc-LED applications.

Current and future challenges
EL LED: Poor stability and/or poor charge transport is the major problem. EL operates at large diffusion
current, where Sn’* of CsSnX; (X = Cl~, Br—, I") rapidly oxidizes to Sn**. Initially the Sn** defects reduce
both PL and EL efficiency and subsequently, sufficient oxidation leads to structural phase transition from
three-dimensional (3D) CsSnXj to zero-dimensional (0D) Cs,SnX¢ perovskite derivative structure. Such 0D
structures suffers from poor charge transport. Other perovskite derivatives or metal halides like Cs;Cu,1s,
Cs,ZrClg and Cs3Bi; Xg (X = Cl—, Br—, I7) also possess the low-dimensional structure, hindering the charge
transport. Double perovskites like Cs; AgInClg and Cs,;NaInClg possess the 3D perovskite structure but
exhibit both wide band gap (>3.6 eV) and poor carrier mobility. All these reasons limit the materials space
of lead-free halide perovskites for EL LED applications. The obtained EQE and T'5, values remain
significantly inferior compared to lead-halide perovskites and other bench mark LED materials.

pc-LED: White and other visible light emitting pc-LEDs have been demonstrated for doped double
perovskites and metal halides with lower dimensional perovskite derivative structure. Importantly, there are
huge numbers of oxide, nitride and phosphate-based phosphor materials along with a few commercial ones
exists [204]. Internal PLQY of lead-free perovskite phosphors compares well with the previously studied
phosphor materials. But the high quantum yield is not the sufficient criterion for real-life applications. The
perovskite phosphors need to remain stable under prolonged operation at high temperatures around
100 °C-200 °C. For high power pc-LEDs, the PL spectral shape and quantum yield of phosphors need to
remain stable at high excitation powers in the range of 1-10 W mm~2. For example, the commercially
successful phosphor Y3Al50;,:Ce* (YAG:Ce**) show 90% PL quantum yield (PLQY) at room temperature,
which decreases by only 12% at 200 °C and stable with excitation power up to around 7.5 W mm~2 [204].
Such a high stability is attributed to high structural rigidity of the YAG lattice as indicated by their high
Debye temperatures. Unfortunately, such rigorous stability study has not yet been reported yet for halide
perovskites. Achieving similar stability is a key requirement before the halide perovskites find applications in
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Figure 16. (a) Schematics of crystal structure of orthorhombic black B--CsSnls, which has been used as active layer in fabricating
an EL LED device. The right panel shows the radiance stability of the device operating at high current density of 100 mA cm™2.
[192] John Wiley & Sons. © 2021 Wiley-VCH GmbH. (b) Schematics of Bi**-Ln>* (Ln = Yb, Er) codoped Cs,AgInCls double
perovskite phosphor, that can be coated on an ultraviolet chip, fabricating pc-LED that show both broad white light emission and

narrow short-wave infrared radiation. [193] John Wiley & Sons. © 2020 Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim.

real pc-LEDs. Another issue is that the doped double perovskites that emit short-wave infrared lights are
excited by ultraviolet LED chips. Consequently, the electrical to optical power conversion efficiency, often
termed as the wall-plug efficiency, is less for these perovskite phosphors.

Advances in science and technology to meet challenges

The most important scientific advancement required is in the form of material design. A suitable lead-free
halide perovskite composition, that combines (i) high PLQY, (ii) reasonable charge transport and (iii)
stability required for LED operation, is still not available. In this scenario, achieving EL LEDs with good
performance is highly challenging. Various additive, low dimensional structures and solvent strategies are
being explored to address the challenges associated with tin halide perovskites, particularly the facile
oxidation of Sn?" and the film quality. For example, SnF, is widely use to compensate for the Sn vacancies
generated during film formation and H;PO, additive prevents oxidation of Sn’* [205]. Novel syntheses and
structure modifications are being explored to stabilize lead free Sn and Ge based halides, that could be
explored for stable EL LEDs [206, 207]. A suitably designed quasi 2D/3D structures can be explored more to
combine improved stability with reasonable charge transport.

The majority of halide double perovskites feature chloride anion counterparts, leading to larger band gap
and poor charge transport. Future developments should focus on creating compositions with smaller band
gaps and reasonable charge transport, potentially by exploring iodide counterparts for double perovskites.

Developing, pc-LEDs of lead-free perovskites appears to be a lesser challenge, since charge transport is
not a requirement for pc-LED. Therefore, many lead-free perovskite compositions with light emission in the
visible to short-wave infrared regions can be explored. To use them for practical applications, it is crucial to
enhance their performance under high temperatures and high-power conditions, for which highly rigid

lattice is desired.
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Furthermore, since the phosphors emitting short-wave infrared radiation are relatively less compared
visible-light phosphors, developing lead-free halide perovskites for short-wave infrared pc-LED might
become more relevant for applications in near future. Note that the short-wave infrared radiations find
applications in optical fiber communication, food processing industry and security surveillance.

The first challenge is to improve the external quantum yield of lanthanide or Cr>* doped double
perovskites, that emit short-wave infrared radiation. In different reported methods of synthesis, the doping
has been found to be rather difficult [193, 202]. The dopant concentration in the precursor reaction mixture
is about 100 times more than the dopant concentration in the final product. Developing better reactions for
efficient doping, may be by introducing more reactive dopant precursors and/or reducing the
nucleation/growth rate of host lattice, is required. An optimized reaction will incorporate sufficient number
of dopants in the desired lattice sites enhancing the external PLQY and also will reduce the wastage of dopant
precursors.

A short-wave infrared phosphors like Er**-doped Cs,AgInCls needs to be excited with high energy
(3.8 eV, 330 nm) and emits at very low energy (0.8 eV, 1540 nm) [193]. Therefore, wall-plug efficiency of
pc-LED made by such phosphors will be less. To improve the wall-plug efficiency, either double perovskites
with narrower bandgaps (~1.5 eV) needs to be doped with lanthanide ions, or a codopant that absorb light
of ~1.5 eV (and then non-radiatively excite the lanthanide emitters) is needed. Attempts should also be
made to make the lattice as rigid as possible, improving the thermal- and photo-stability of the phosphor.

Developing an easy strategy to coat the phosphors of desired thickness on commercial EL LED chip is
also required. Preparing colloidal NCs of the phosphor materials and formulating their ink composition,
might become helpful for fabrication of pc-LEDs.

Concluding remarks

There are different metal ions doped and undoped lead-free halide perovskite compositions that show
intense PL in the wide range of blue to short-wave infrared (1540 nm) wavelengths. The spectral width can
also be tailored from 1.6 eV for white-light emission to 0.01 eV for 1540 nm emission. So the lead-free halide
perovskites are versatile PL materials. Unfortunately, the obtain charge transport through these materials are
not enough. Also, stability under heat, light and water/moisture needs to be improved. The immediate future
direction might be to address the stability issues, along with enhancing the wall-plug efficiency, such that the
pc-LEDs of lead-free perovskites become viable candidates for applications. A long-term target is to achieve
stable EL LEDs of lead-free halide perovskites with EQE ~20%, but for that, out of the box material design
strategies are required.
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Status

Since the first report of perovskite light-emitting diodes (PeLEDs) operated at room temperature that
achieved 0.76% external quantum efficiency (EQE) in 2014 [9], the field of PeLED has been making rapid
progress. In the direction of improved EQE, demonstrations of PeLEDs with >28% EQE have been reported
[20]. For the applications of optical displays and lighting, an important performance metric is luminance or
radiance of the LED. Especially in lighting applications, a minimum luminance of 10 000 cd m~2 is usually
required. Although PeLEDs have achieved high EQEs, their brightness, determined by the product of EQE
and the corresponding injection current density, is still not satisfactory. Like LEDs made with other
solution-processed materials such as organic LEDs (OLEDs) and quantum dot LEDs (QLEDs), the EQE of
PeLEDs decreases rapidly under high injection current density and electric field, a phenomenon termed
‘efficiency droop (or roll-off)’. For many PeLEDs, the current density corresponding to 50% EQE drop is in
the range ~ 10-100 mA cm~2. Such a large efficiency droop limits their achievable brightness up to

100 000 cd m~2. In addition, low brightness of PeLEDs further restricts their operational lifetime up to
several hundred hours at 100 cd m~2, impeding commercialization of PeLEDs in next-generation display
and lighting. With a higher carrier mobility and easier fabrication process, perovskite has stronger potential
in overcoming the challenge of efficiency-droop compared to OLEDs and QLEDs. Recently, many research
efforts have been devoted in this direction through perovskite material optimization, charge injection
balance, device structure and operation condition design. In 2018, Zou et al achieved low efficiency-droop
PeLEDs by increasing the quantum well width in quasi-2D perovskites to reduce Auger recombination [117].
This work attracted much attention and more studies were devoted in this direction. Later, Jiang et al
employed p-fluorophenethylammonium as organic spacer to generate quasi-2D perovskites, reducing the
impact of Auger recombination [73]. As a consequence, a high luminance of 82 480 cd m~2 was achieved due
to suppressed efficiency roll-off. By replacing quasi-2D with bulk 3D perovskites and balancing the charge
injection through modulating energy levels of electron transport layers (ETLs), Sim et al made a
breakthrough with an extremely high luminance of 500 000 cd m~?2 [208], suggesting great potential of
perovskites for high-brightness LEDs. In this section, we discuss the research issues and challenges in
suppressing efficiency droop and achieving high-brightness PeLEDs and summarize the advances that have
been made.

Current and future challenges

Overcoming the challenge of efficiency roll-off and device instability under high injection current density is
essential to advancing the luminance performance of PeLEDs. The origin of efficiency roll-off in PeLEDs is
still being investigated, but in general it is believed that the following factors contribute to the phenomenon
(figure 17): (1) Imbalanced charge injection and transport. (2) Luminescence quenching due to
non-radiative Auger recombination. (3) Material and device degradation caused by joule heating. (4) Ion
migration in perovskites. They are briefly discussed below.

Imbalanced charge injection and transport: The mobility of holes is lower than that of electrons in
perovskites. Furthermore, for most non-inverted PeLEDs, there is no energy barrier between common ETLs
and perovskite layers while hole injection is not efficient due to the energy barrier between common hole
transport layers (HTLs) and perovskite layers. Both can lead to excess carriers passing through the device
without forming electron—hole pairs, as well as non-uniform carrier distribution in the emissive layer.

Non-radiative Auger recombination: The injected carriers recombine through three separate
processes—trap-assisted monomolecular, bimolecular and Auger recombination. At high injection current
density, Auger recombination which involves three particles dominates. In this process, the energy released
through recombination of an electron—hole pair excites a third carrier rather than generating a photon,
resulting in luminescence quenching and reduction of EQE.

Joule heating: Although the carrier mobility in PeLED is higher than that in OLEDs or QLEDs, it is still
significantly lower than that in single-crystalline semiconductors. In perovskites with reduced dimensions
such as quantum dots, two-dimensional (2D) or quasi-2D perovskites, the conductance through the material
is further impeded due to the embedded insulating ligands. As a result, joule heating is much higher in these
solution-processed materials under the same injection current density. Combining this with the already
poorer stability under elevated temperatures for solution-processed materials and thermal quenching of PL
makes it imperative to find novel ways to manage this challenge.
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Figure 17. Challenges for achieving PeLEDs with high luminance: imbalanced charge injection and transport, non-radiative
Auger recombination, Joule heating and ion migration. Reprinted with permission from [92]. Copyright (2020) American
Chemical Society.

Ion migration: The halogen ions in perovskites have low activation energy and can easily migrate under
light illumination, heating or electric fields. This results in generation of defects and distortion of the
perovskite crystal structure. Compared to covalent compounds, ion migration may be the most fundamental
reason for perovskite’s poor stability. Under constant direct current electric field, the halide ions can also
migrate across the interfaces into the charge transport layers and the electrodes, causing conductivity
reduction and cathodic corrosion.

Advances in science and technology to meet challenges

Various approaches have been explored to address the challenges listed above; some examples are illustrated
in figure 18. In [209], the authors investigated the behavior of MAPbI; PeLEDs under intense electrical
excitation and operated the device under short-pulse drive at current densities up to 620 A cm~2. They
found that in the high current density regime (J > 10 A cm™2), the device showed less hysteresis and
concluded that effect of ion migration is less significant than that of Joule heating and charge imbalance in
causing EQE roll-off. Time-resolved photoluminescence (PL) measurements showed no evidence of Auger
recombination loss. On the other hand, in another work efficiency roll-off in quasi-2D PeLEDs was probed
through time-resolved PL measurements under various electric fields and optical excitation intensities [117].
The authors concluded that luminescence quenching was likely caused by Auger recombination and reported
suppressing the effect by increasing quantum well widths. Through this approach, the EQE remained high
(~10%) under a current density of 500 mA cm~2. The difference in the perovskites used, bulk 3D versus
quasi-2D, might result in these two different conclusions. This was partially supported by the work reported
in [92], where the authors observed bulk 3D perovskites exhibits more than 20 times lower Auger
recombination rate compared to that of quasi-2D perovskites, leading to higher electroluminescence (EL)
and EQE at high J (>1 A cm™2) from bulk 3D PeLEDs. In this work, different combinations of HTLs were
also experimented to achieve an energy ladder for holes. Another approach to balancing charge injection is
optimizing the thickness of charge transport layers and doping the ETL [210]. In both works, the devices
with balanced charge injection showed significantly less EQE roll-off. In the direction of mitigating Joule
heating, a strategy of applying a small current injection aperture was shown to effectively diffuse the heat to
the surrounding region. The devices were also driven by pulsed current (2 us pulse width and 0.2% duty
cycle) to further reduce Joule heating and ion migration [92]. With 100 nm-diameter apertures, the PeLED
could be operated up to ~1 kA cm~2 without failure and a luminance of 7.6 Mcd m~2 was achieved at

J ~ 56 A cm~2, By attaching heat spreader and heat sink as well as defining a narrow line-shape device
geometry, a maximum operating current density of 2.5 kA cm ™2 was obtained under pulsed driving [93].
Through optimizing the device structure for high-speed operation, a radiance ~480 kW sr™! m™2 was
achieved at 8.3 kA cm ™2 using electrical pulses with 1.2 ns rise time [189].
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Figure 18. Example strategies for improving PeLED luminance. (a) Design HTLs to facilitate hole injection. (b) Incorporate
current injection apertures and pulsed driving. (c) Employ heat spreader and heat sink in the device structure. (a), (b) Reprinted
with permission from [92]. Copyright (2020) American Chemical Society. (c) [93] John Wiley & Sons.© 2020 WILEY-VCH
Verlag GmbH & Co. KGaA, Weinheim.

Concluding remarks

In less than a decade, PeLEDs have made impressive progress in their efficiencies and luminance. This has
been enabled by many research efforts aiming at improving the perovskite materials and device structures, as
well as exploring various operating conditions. The demonstrated results show the promising prospect of
perovskite light emitters for applications in lighting, optical displays and communications. In this section, we
focus on the issue of achieving high luminance and briefly discuss the key challenges. We then summarize
example scientific and technical advancements in this direction. There are many other outstanding works
paving the progression path of PeLEDs that cannot be included in this article due to limited space.

To realize broad adoption of perovskite light-emitting technologies, long-term stability of materials and
devices needs to be demonstrated. Techniques used in achieving high brightness will be beneficial to
operational lifetime improvement of PeLEDs. The research community has been making steady strides in
this direction and the progress is not included in this section.
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Status

White-light sources, as a common basis for lighting, display and other fields, are crucial to the development
of human beings. Nowadays, the most mainstream light source is white light emitting diodes (WLEDs),
which are at a key stage of innovation to meet new demands, such as low cost, transparency and
flexibility/wearability [211, 212]. Therefore, some light-emitting materials and devices with these above
potentials have received extensive attention [213]. Perovskite is considered as a standout candidate owing to
its low-cost solution-processable property and tunable spectral in whole visible light. The technical route of
white perovskite light-emitting diodes (WPeLEDs) mainly comes from previous white organic LEDs and
quantum dot LEDs. Their light-emitting mechanism mainly includes the down-conversion type

(figure 19(a)) and full electroluminescence (EL) type (figure 19(b)) and the device structures mainly include
red/green/blue (RGB) mixed single layer and RGB stacked multilayers. A timeline of the WPeLEDs
development in recent years is listed in figure 19(c).

In terms of down-conversion type, perovskites can be used as low-cost phosphors because of their
tunable emission characteristic and high photoluminescence quantum yield (PLQY) and even blue PeLEDs
have been developed as the excitation source to achieve WPeLEDs [31]. In terms of full EL type, a common
strategy is to stack the R/G/B perovskites [214, 215], or mix them in a single-layer film [216]. In the above
cases, the manufacturing of these devices mainly faces three bottlenecks: (1) ion migration between R/G/B
perovskites; (2) energy transfer between R/G/B perovskites; (3) solvent erosion during the solution process.
R/G/B mixed WPeLEDs have a simple device structure, but the ion migration is a big problem. In
comparison, R/G/B stacked devices can isolate R/G/B perovskites through the intermediate connection layer
(ICL) and then regulate/inhibit energy transfer. However, the multi-layer stacked structure is complex, which
brings about process compatibility issues. Thus, seeking suitable ICLs and solvents to avoid erosion of the
underlying layers is a challenge.

Besides the above R/G/B perovskite emitters, some perovskites with broad-spectrum luminescence
properties, become a candidate for realizing white-light sources, such as self-trapped excitons (STEs)
induced perovskites and their derivatives [217]. The luminescence based on STEs has the characteristics of
large Stokes shift and broad spectral emission, therefore showing the potential as white-light sources [218].
Perovskites have soft lattice characteristics and the electron—hole pairs generated after excitation can easily
cause lattice distortion and be trapped by the lattice to form STEs. In recent years, some WPeLEDs have been
successfully implemented in double perovskites (e.g. Cs,AgInClg) [198], specially structured ABX;
perovskites (e.g. §-CsPbls) [219] and perovskite derivatives (e.g. CsCu,I5, Cs3Cu,ls) [220].

Element doping is another pathway for perovskite’s broad-spectrum luminescence. Certain elements are
often able to form new energy levels in the perovskite structure, such as Mn, Sm. In these ion-doped
perovskites, the doping element can provide extra light-emitting centers, which can combine the intrinsic
luminescence of the perovskite host to realize WPeLED [221].

Current and future challenges

As we list in the timeline (figure 19(c)), although a variety of WPeLEDs have been developed, they are still
facing challenges in device efficiency and operation stability, which are far away from the goals of the
commercialization demands of lighting and display. The key point is the optoelectronic properties of
perovskite materials, especially typical ABX; perovskites. Although they perform well in monochromatic
PeLEDs [41], their ionic crystal characteristics and mixed halogen characteristics hinder their realization of
WPeLEDs.

On the one hand, solvent sensitivity issues and ion migration problems are obstacles when realizing the
RGB mixed or stacked WPeLEDs. In the single-layer multi-color mixing structure, the direct mixing of
multi-color perovskites is prone to phase separation, resulting in the failure to achieve the desired emission
color. For vertically stacked devices, the stacking of multilayer films faces major technical difficulties on the
solvent compatibility, including the erosion of the solvent on the lower layers and even the decomposition of
perovskites.

On the other hand, stability is an issue, including spectral stability and operational lifetime. In the ionic
crystal, the ionic bond energy is weak and the ion vibration and even migration will inevitably occur under
the electric field. These ions’ behaviors, especially in mixed halide perovskites, will lead to serious spectral
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shift. Moreover, these essential flaws limit the operational lifetime of PeLEDs, which is only a few hundred
hours in current state [187]. Therefore, improving the ionic bond energy of perovskite crystals is an urgent
task. When the stability of R/G/B perovskites is enhanced, the WPeLEDs based on these emitters by mixed or
stacked structures, will be easy to implement and gain better stability.

For STE typed perovskites, their poor electrical properties, including mismatched energy levels and
carrier injection capabilities, are another issue for device performance.

Advances in science and technology to meet challenges

In order to solve the above issues, some strategies are being developed in perovskite materials and devices,
especially for enhancing ionic bond energy. For example, using hydrogen bonds to anchor halogens and
enhancing metal-halogen bonds to form more stable octahedral structures. In 2021, a hydrogen-bonded
strategy was demonstrated in blue PeLEDs by amine-group (e.g. Guanidinium and formamidinium) doping.
Color-stable sky-blue PeLEDs were realized without shift under different biases [222]. In 2022, Chen et al
proposed a transition metal (e.g. Ni and Mn) doping strategy for ABX; perovskite to enhance the energy of
metal-halogen bonds. Even with small doping levels (<4%), the energy barrier for ion migration can be
increased fourfold by Mn and Ni substitution [223]. These strategies/technologies suppress the spectral drift
and improve the operational lifetime and will play an important role in WPeLEDs, especially in the R/G/B
perovskites-based ones. Besides, surface-interface engineering is another feasible strategy for preventing
halogen migration and perovskite decomposition. In 2021, Kuang et al introduced a stable amide between
the perovskite and the transport layer. It blocked the path of perovskite ion migration and chemical reaction
with the transport layer, resulting in an efficient PeLED with a long operational lifetime of 682 h [187].
Benefit from the above ion migration suppression strategy and the introduction of an ICL layer, a R/G/B
stacked WPeLED was realized [215]. By a designed ICL (PO-T2T/LiF/Ag/HAT-CN/MoQO3), a standard
R/G/B perovskite-based monolithic multicolor WPeLEDs can be fabricated, showing a pure white light with
a CIE coordinate of (0.33, 0.33) and a prominent color gamut (130% NTSC).

To further prevent the contact between perovskites, some porous materials with water, heat and light
stability are proposed to seal the perovskite into the pores, thereby improving the stability of the perovskites,
such as perovskite metal-organic framework glasses [224], CsPbBr;:Sr/PbBr(OH)/molecular sieve
composites [225], CsPbBrs; quantum dos in LTA zeolite [226] and methacrylate-crosslinked perovskite NPs
[227], These ultrastable and highly efficient perovskites can be phosphors to meet the needs of
down-conversion WPeLEDs and backlight displays.

For the STE-typed perovskites, the improvement of the electrical properties of STE materials is the key to
improving the white-light EL stability. In addition to the phase transition synergy strategy proposed in
a/0-CsPbls, surface-interface engineering can improve carrier injection capability, enabling more carriers to
reach the STE-typed EML, thereby improving the light-emitting performance. In 2021, Chen et al introduced
an additive (Tween) into the CsCu,I3/Cs3;Cu,ls, its ether bond has a strong interaction with Cs™ in the
system [143]. On the one hand, it can delay the crystallization process of copper-based halide and reduce
defects; On the other hand, it can increase the surface potential of the film and improve carrier migration. It
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is beneficial to improving the injection and transport of carriers in the device. Based on this film, the
prepared warm-white WPeLED achieved an EQE of 3.1% and a brightness of ~1600 cd m~2 at 5.4 V.

Concluding remarks

Perovskites have outstanding optoelectronic properties and show great potential in realizing white-light
sources. However, the ionic crystal characteristics of perovskites themselves lead to problems such as ion
migration and phase separation, which limit the spectral stability and operation lifetime of the device.
Therefore, the improvement of the performance of WPeLEDs is the main challenge at present. Some
strategies, element doping, surface interface engineering, etc, had been proposed and achieved significant
improvement. We can expect that the luminous efficiency and stability of WPeLEDs will be promoted
quickly and gradually meet commercialization requirements.
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Recently, metal halide perovskites have attracted considerable research interest due to their fascinating
optoelectronic properties in both lighting and display applications. Benefitting from the multi-function
nature of perovskites and corresponding hybrid counterparts, attempts have been made to create a series of
perovskite-based hybrid light-emitting diodes (LEDs) (figure 20). For instance, small organic molecules
(figure 20(a)) or polymers can be introduced as functional additives to enhance film formation and radiative
recombination of perovskite LEDs (PeLEDs) [161, 228]. Also, perovskites can be hosted by the organics with
high triplet energy and appropriate energy level to effectively localize charge carriers within emitting layer for
enhanced light emission (figure 20(b)) [111]. In addition to the perovskite emitters, other perovskite
materials (MAPDbClI;, figure 20(c)) with high carrier mobility can potentially be served as hole transport layer
(HTL) for enhanced hole injection and transportation of organic LEDs (OLEDs) [229]. Besides, white LED
(WLED) is very likely to be the development direction of perovskite technology since it is of importance for
both lighting and display applications. Alternatively, perovskite-based hybrid LEDs have unique advantages
in achieving tunable multi-color LEDs [230] and WLEDs due to the extensive selection of emitters and no
need to consider the halogen exchange reaction. Thanks to the early exploration [231, 232] and the
accumulation of mature GaN LEDs, OLEDs and quantum dot LEDs (QLEDs) technology, a few encouraging
progresses have been made. Li ef al [230] successfully fabricated a Pe-GaN tandem LED with a tunable
luminance and color via vertical integrating a bright and stable blue GaN LED and a green MAPbBr; PeLED
(figure 20(d)). Owing to the developed perovskite-based hybrid WLEDs without requiring the secondary
excitation process and thus a theoretically higher energy conversion efficiency, less joule heat production and
more simplified device structure compared with the traditional fluorescence powder hybrid WLEDs.
Thereby, white electroluminescence from perovskite and organic mixture [231] and heterojunction [232]
have been explored and proved to be feasible. Besides, integrating color complementary perovskite and
organic units into a delicate device configuration is also an effective pathway for achieving white light
emission, such an organic unit could be phosphorescence ultra-thin organic layer [233], quantum-well-like
charge-confinement structure [234] and organic p-i-n heterojunction (figure 20(e)) [235]. Perovskite
materials exhibit the cheapest cost, widest color gamut and mildest processing route characters compared
with GaN, OLEDs and QLEDs technologies, but extremely poor operation lifetime for PeLEDs limits its
commercial growth. The developed perovskite-based hybrid LEDs are capable of making up for their
respective shortcomings due to the extensive selection of functional transporting and emission materials,
show unique superiorities in cost reduction, stability improvement and multifunction integration.

Current and future challenges

Thus far, the research on perovskite-based hybrid LEDs has obtained preliminary results, while these
explorations demonstrated a huge potential and feasibility of perovskite material system as low-cost,
high-efficiency display and lighting source, it also reveals some issues and challenges on the road of
commercialization. Despite high-efficiency PeLEDs can be achieved through incorporating organic or
polymer additives, but the inner mechanisms and principles still remain to be further thoroughly
understood, new technologies and intuitive evidences are urgently demanded to clarify ambiguous problems.
In addition, organic host-perovskite guest systems show great potential in improving film quality and device
performance. Nevertheless, as limited by their incompatible solubility, this processing route is commonly
completed with vacuum evaporation technology. Moreover, perovskite materials with high carrier mobility
and matched energy levels are used as HTLs of OLEDs, exhibiting comparable device performance with the
ones using traditional organic HTLs. However, their operational stability still remains a great challenge for
the next commercial application. As for the perovskite-based hybrid multi-color LEDs and WLEDs, the
reported Pe-GaN tandem LEDs vertically integrated by GaN LED and PeLED usually rely on complex and
expensive epitaxy growth techniques. The integration of perovskite and organic/inorganic quantum dot
emitters with complementary spectrum within an electroluminescent device has been confirmed to be a
feasible approach, while the related processing compatibility, spectrum suitability, refractive index

match and energy transfer regulation still need to be comprehensively considered. Generally speaking,
single-emission-layer (EML) perovskite-based hybrid WLEDs might be a more attractive strategy for its
simplified device structure and processing route. However, the co-mixed system requires similar solubility
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the optical barrier and further outcoupled to the air. For the devices based on organic host-perovskite guest
systems, the total internal reflection induced by the large refraction index between hybrid emitting layers
leading to the loss of photons can be inhibited by the similar refractive index with the organic functional
layer and adjustable thickness. The Forster energy transfer process can be regulated by the spectral overlap
between the absorption of emitter and photoluminescence of host. Besides, the light emission is tightly
connected with the spectral suitability. The complementary photoluminescence spectra of the emitters may
enable white emission and sufficient and insufficient energy transfer processes lead to single-color and white
light emission, respectively. In view of the intrinsic characteristics of the adopted materials system,
high-performance perovskite-based hybrid LEDs can be expected via reasonable management of the energy
transfer process and spectral suitability to maximize the exciton utilization.

Concluding remarks

In a brief summary, due to the advantageous photoelectronic properties of metal halide perovskite, several
attempts have been made to achieve perovskite-based hybrid LEDs, such as organic additives-incorporated
perovskite, organic co-host-perovskite guest, perovskite HTL, multi-color perovskite-GaN tandem device
and perovskite-based hybrid WLEDs, but the obtained device performance is still far from meeting the
requirement of practical application. Many challenges and issues are discussed in this regard, such as inner
passivation mechanism, processing compatibility, refractive index match, energy transfer regulation and so
on. The feasible solutions are also given to resolve the current obstacles, accompanying with the innovation
of material systems and rational design of device architecture, a bright prospect in the next-generation
lighting and display equipment can be expected.
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Perovskites quantum dots (QDs) show great potential as alternative display materials to conventional QDs
due to their intrinsic ionic characteristics with ultra-low formation energy and high defect tolerance. As a
result, perovskite QDs can be fabricated at room temperature through either LARP synthesis [236] or in-situ
synthesis in polymeric [237] or glasses matrix [238], which enables the fabrication of solution-processed
high-fluorescent perovskite QDs embedded composites for low-cost display applications [239].

Perovskite QD enhancement film (PeQDEF). QDEF has been widely used in liquid crystal displays (LCDs)
for the enhancement of color performance and perceived brightness. In 2016, Zhong’s group demonstrated
the in-situ fabrication strategy of perovskite QDs by controlling the crystallization process of precursor
during the formation of polymer film [237]. This innovative strategy solved the problem of agglomeration
when using traditional CdSe or InP QDs. The high transparency and PLQY of perovskite/polymer
nanocomposites suggest the formation of uniformly distributed nanoscale perovskite QDs without phase
separation, which avoid several issues such as severe scattering loss in QDEF. The hybrid composite films
with green MAPbBr; QDs and red rare earth phosphors obtained a wide color gamut with 83.1% of Rec.
2020. With the success of red emissive perovskite QDs, the integration of red and green dual-emissive film
with blue Mini-LEDs achieves a high color quality LCD with a color space of 130% National Television
System Committee (NTSC) 1931 and matching rate of 100% [240].

Recently, in-situ fabrication strategy has been successfully extended to other fabrication technology
including tape casting (figure 22(a)), melt extrusion (figure 22(b)) and spray drying (figure 22(c)), which are
more suitable for commercialized scale up fabrication. The as-producted PeQDEFs show enhanced color
gamut and meet the requirement of applications with a stable brightness and color coordinates during the
3000 h acceleration test. In 2020 and 2021, two batches of mass production with 500 TVs and 1000 TVs have
been accomplished by TCL and Zhijing NanoTech. Up to January 2023, the perovskite QDs integrated TV
products approach up to 50 000.

Perovskite QD color convertor (PeQDCC). The miniaturization of conventional LEDs is also a growing
trend for emerging virtual reality, augmented reality and ultrahigh-resolution display applications. PeQDCC
can be arranged into microscale pixels using various patterning techniques and show great potential for the
development of advanced micro-OLEDs or Micro-LEDs. Compared with CdSe or InP QDs, in-situ
patterning strategy of perovskite QDs is one of the most practical ways to meet the requirement of high
optical density and high resolution.

Opver the past few years, various patterning techniques have been developed [241]. Benefiting from the
unique ionic characteristics and low formation energy of perovskites, perovskite precursor solutions can be
in-situ printed onto a polymeric layer and perovskite QDs patterns can be obtained with high PLQY up to
80% and they show broad applicability to a variety of perovskites and polymers [242]. Direct laser writing is
also an efficient and simple method for patterning perovskite QDs during the formation process [243].
Photolithography is another patterning technique with high resolution, wide availability and high
throughput. Recently, a direct photolithography method to pattern in situ fabricated perovskite QDs based
on polymerization catalyzed by lead bromide complexes was reported. Perovskite QD patterns show high
resolution up to 2450 pixels per inch (PPI) as well as excellent fluorescence uniformity and good stability
[244].

Current and future challenges

Stability of PeQDEF. In PeQDEF-based LCD, by appropriate encapsulation techniques, the reliability of
perovskite QDs-based materials has already met the industrial requirements. Even so, the stabilities of
perovskite QDs are still key issues to make further development for perovskite QDs applications. Although
the degradation mechanism of perovskite under H,O, O, or illumination have been investigated, it is still a
great challenge to improve the photostability against the high flux blue light intensity for micro-LED
application.

Patterning techniques. Although various patterning techniques have been applied for pattered perovskite
QDs fabrication [241], there are still remain great challenges. For inkjet printing, it is a challenge to fabricate
units with a size of <5 pm due to nozzle size limitation, inherent capillary force and coffee ring effect, which
is difficult to meet the resolution requirements of miniaturization. Laser writing fabrication provides
high-resolution patterns; however, laser-induced degradation of perovskites may affect the quality of the
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The rapid development of fifth-generation mobile communication, artificial intelligence and the internet of
things has opened up a new era of information technology. In this process of evolution, the display content
has changed from simple text and pictures to ultrahigh resolution (UHD) photographs and videos.
Therefore, displays should have outstanding performances, such as super high resolution, ultrawide color
gamut, fast response, high contrast and brightness and longevity. Unfortunately, commercial liquid crystal
displays (LCDs) have poor color saturation, while organic light-emitting diode (OLED) displays are limited
by their short lifetime and high cost. Thus, to develop low-cost UHD displays has become a research focus
[245].

Metal halide perovskites exhibit excellent optoelectronic properties, such as near-unity
photoluminescence (PL) quantum yields (PLQYs), narrow-band emission, tunable bandgap, high defect
tolerance and high charge carrier mobility, which are superior to conventional semiconductor quantum dots
(QDs) and organic emitters [47]. Therefore, perovskites have been employed as an emissive layer (EML)
sandwiched between the hole transport layer (HTL) and the electron transport layer (ETL) to fabricate
perovskite LEDs (PeLEDs) [72]. Although electroluminescence (EL) was seen at the liquid nitrogen
temperature as early as 1994, Tan et al firstly demonstrated infrared and visible emitting PeLEDs at room
temperature in 2014. With extensive investigations on perovskites and solution-processed LEDs, the external
quantum efficiencies (EQEs) of state-of-the-art PeLEDs has reached over 23% for pure green (525-540 nm)
and pure red (620-640 nm) emission, respectively (figure 23(a)). In addition, their narrow full width at half
maximum (FWHM < 38 nm) and high color purity lead to an ultrawide color gamut of 140% of the
national television standards committee (NTSC). Therefore, PeLEDs (figure 23(b)) can be used to achieve
UHD displays with the broadcasting services (television) (Rec. 2020) standard announced by the
International Telecommunication Union Radiocommunication sector intervention on complementary metal
oxide semiconductor or thin film transistor backplanes. Moreover, they not only exhibit excellent
optoelectronic properties but also demonstrate considerable optional stability. For example, Kim et al
fabricated green PeLEDs both have a maximum EQE of 28.9% and a half-lifetime of 520 h at 1000 cd m >
[10]. These results bring light to the possibility of the commercialized PeLED displays in the future.

Current and future challenges
Although PeLEDs have achieved considerable progresses in quantum efficiency for pure green and red
PeLEDs, they still suffer from many fundamental limitations, which are summarized as follows:

(1) Color instability

Pure red and blue emission are typically realized by mixing halide ions or reducing the dimensionality of
perovskites, which shows poor emissive spectral stability due to the electrical-field-induced phase
segregation and sensitive surfaces leading to morphological changes.

(2) Poor EQE of pure blue PeLEDs

The EQEs (figure 23(a)) of pure red and pure green PeLEDs have increased to more than 23%. However, the
pure blue PeLEDs with an emission maximum of 450-470 nm still have a low EQE of less than 10%, which is
far below the requirements of commercial displays (EQE > 20%). This is mainly attributed to low PLQYs of
wide band gap perovskites, difficulty in charge injection, resonant energy transfer and optical down
conversion effects [246].

(3)Efficiency roll-off

Similar to OLEDs and quantum dot LEDs (QLEDs), the EQE tends to decline associated with increase in
brightness or current density of pure RGB PeLEDs, which is termed efficiency roll-off. The efficiency roll-off
is originated from the perovskite emission quenching due to Joule heating, increased Auger recombination,
or unbalanced charge injection.

(4)Short operation lifetime
A long operation lifetime is one of the prerequisites for commercial display applications of PeLEDs.
Currently, state-of-the-art red/green/blue (RGB) PeLEDs have a T'5o of 112, 11 and 0.4 h at an initial
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Light has been widely used as a signal carrier for communication and plays an essential role in modern
society. High-capacity optical communication heavily relies on laser diodes characterized by their high
modulation rates and substantial light emission power. In parallel, light-emitting diodes (LEDs), representing
another category of pivotal solid-state light emitters, have found widespread utility in lighting, signal
indication and information display applications. In recent decades, LEDs have garnered attention as potential
light sources for optical communication due to their cost-effectiveness and minimal impact on human
ocular health. As emerging light emitters, perovskites have also been investigated as potential light source
materials for optical communication, mainly as color converters and electroluminescent emitters [249].

Perovskite nanocrystals (NCs) usually have a short fluorescence decay time, which makes them potential
color converters in white light source for optical communication [250-259]. Dursun et al introduced
CsPbBr; NCs as a color converter in a visible light communication (VLC) system (figure 25(a)) [250]. Due to
the short fluorescence decay time (~7.1 ns), the NCs exhibited high —3 dB bandwidth of 491 megahertz
(MHz), which is much larger than the conventional YAG:Ce phosphor (12.4 MHz), as shown in figure 25(b).
Based on a laser diode and the CsPbBrs; NCs color converter, they demonstrated a VLC system using on—off
keying modulation scheme which exhibited a data transmission rate of 2 Gbps. Wang et al introduced
perovskite NCs both as red and yellow color converters for micro-LED blue chip and formed a white light
VLC system [254]. The red perovskite NCs showed a recorded —3 dB modulation bandwidth of 822 MHz. By
combining with the blue micro-LED chip and yellow perovskite NCs, they obtained a white light with
Commission Internationale de L'Eclairage (CIE) coordinates of (0.33, 0.35) and color rendering index of 75.7
and a final system data transmission rate of 1.7 Gbps. Meanwhile, perovskite NCs color converters also
exhibit the potential applications in underwater optical communication [255] and mechanically flexible
optical communication system [256].

Perovskite LEDs (PeLEDs) with perovskites as electroluminescent emitters have also been studied as light
sources for communication. Two-dimensional (2D) Ruddlesden—Popper perovskite (PEA,PbBr,) nanoplate
based deep-blue (center at 408 nm) LEDs were introduced as light sources for light communication [261]. A
white light with CIE coordinate of (0.35, 0.38) was obtained by using perovskite green NCs and commercial
red phosphor as color converters and a —3 dB bandwidth of 20 kHz was obtained based on the white light
source. Considering the short fluorescence decay time of the emitter (<1 ns), the slow speed of the light
source can be attributed to the resistance-capacitance (RC) time constant due to the large area (9 mm?) of
the devices. Another interesting advantage of PeLEDs for communication is the potential of integrating
functionalities of transmitter and receiver in one device (figure 25(a)) [260, 262]. We reported a FAPbI;
based PeLED exhibiting high performance as both light emitting and detection device. —3 dB bandwidth of
21.5 MHz and 65 MHz were obtained for 0.1 mm?-area light emitting and detection devices, respectively
[260]. Meanwhile, flexible PeLED fibers based on perovskite NCs was also reported simultaneously as
transmitter and receiver for communication [262].

Current and future challenges

The response speed of LEDs is essential to the data transmission rate of the optical communication system.
Perovskite NCs color converters have been reported showing —3 dB bandwidth of hundreds of MHz which is
much larger than commercial phosphors and comparable with or superior to emerging color converters (e.g.
organic fluorophores and colloidal quantum dots). However, when compared to the excitation sources (laser
diode or LED chips), the response speed of perovskite NC color converters is still a bottleneck of the

data rate; further improvement of the response speed of perovskite NCs is urgently needed for the
communication application. For perovskite electroluminescent devices, the challenge of the response speed is
more severe. The systematical study of the response speed of the PeLEDs is rarely reported. The reported

—3 dB bandwidth of PeLEDs is still far behind that of the inorganic LED chips and organic LEDs.

To reach decent signal/noise ratio in the receiver end, a decent emission power is required in the
transmitter. As the high response speed can be usually obtained in small-area devices due to the RC time
constant, a high light emitting power requires a high efficiency at a high drive current density. However, the
obvious roll-off of the efficiency at high drive current density still hinders PeLEDs as high brightness light
source for communication.
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1.8 MHz to 21.5 MHz via reducing the device area from 7.25 mm? to 0.1 mm? (figure 25(d)) [260]. The
decrease of device area is a simple and direct way to reduce the capacitance of the devices but will also
inevitably increase the internal series resistance. When the internal series resistance is comparable or greater
than the external signal reading resistance (e.g. 50 €2) the reducing device area will not help to reduce RC
time constant. A measure to reduce the internal series resistance [e.g. increase the conductivity of the charge
transport layer (CTL) and optimize the interface] should be taken into consideration to further decrease the
RC time constant. When the RC time constant was ultimately reduced, the charge transit time and the
radiative decay time would turn to the main speed limiting factors. Increasing the mobility of CTL and
perovskite and optimizing the energy level alignment are effective ways to reduce the transit time. The
radiative decay time can be decreased using the aforementioned measures for color converters. As perovskite
EL devices for communication have just emerged recently, the systematic study of the response speed of the
PeLEDs have been rarely reported. The recent breakthrough of the response speed in organic LEDs has
provided an example: Yoshida et al increased the —6 dB bandwidth of organic LEDs to 245 MHz through
combining series of measures, such as reducing devices area, careful design of the CTL and contacts and
doping the emitter [263].

Increasing the emitted light power of the PeLEDs requires a high efficiency at high drive current, which is
usually limited by the efficiency roll-off phenomenon. Auger recombination and Joule heating induced by
the high injection have been demonstrated as the main factors for the efficiency roll-off of PeLEDs [117,
264]. Accordingly, there have been efforts to manage the Joule heating and realize high power emitting
PeLEDs (with radiance of 2555 W sr~'m™2) [93], e.g. by increasing the dimension of the emitters to decrease
the charge carrier density and thus relieving the Auger recombination and minimizing the roll-off, doping
CTLs, optimizing device geometry and attaching heat spreaders and sinks. The white light quality, long-term
operation stability and lead issues are common challenge for PeLEDs and strategies to meet these challenges
have been intensely studied and discussed in other sections.

Concluding remarks

Perovskites have attracted attentions as light source materials for optical communication. As color
converters, perovskite NCs have achieved a —3 dB bandwidth of hundreds of MHz; as EL devices, PeLEDs
have just emerged in recent years and showed a —3 dB bandwidth of tens of MHz. We emphasize the
potential of PeLEDs to realize the integration of light emission and detection in one device, offering a unique
approach to inexpensive and integrated optical links. However, as an emerging technique, in order to reach
practical applications, perovskite light sources are facing numbers of challenges, such as slow response speed,
low emission power, low-quality white emission, instability and lead toxicity issues. Some effective measures
have been developed or borrowed from other emerging light source technologies to meet the challenges.
Looking forward, we believe that continued breakthrough will make perovskite light sources promising
alternatives for optical communication.
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A semiconductor laser is a kind of device that can emit coherent light with strong intensity and perfect
directionality, consisting of gain medium, pump source and optical cavity. Metal halide perovskites have
been proven as excellent gain medium for optically pumped ultralow threshold lasers, following the rapid
advances in PeLEDs. Since Xing et al demonstrated the first amplified spontaneous emission (ASE) in
MAPbX;-based perovskite thin films at 150 K in 2014 [265], various types of perovskites have been reported
to exhibit ASE and lasing under optical excitation. However, the ultimate goal of electrically pumped
perovskite lasers have not been realized yet.

One of the critical steps toward electrically pumped perovskite lasers is to obtain continuous-wave (CW)
optically pumped ASE and lasing. MAPbI;-based CW optically pumped distributed-feedback (DFB) laser
with threshold of 17 kW cm ™2 has been achieved from tetragonal-phase guest within larger-bandgap
orthorhombic host matrix at T ~ 100 K [266]. Besides, CW optically pumped ASE from single-phase have
also been observed in 3D perovskite films at temperatures up to 120 K (figure 26(a)), which potentially
supports CW lasing at room temperatures [267]. The milestone occurs when the first room-temperature CW
optically pumped lasing are realized in quasi-2D perovskites by combining a DFB cavity with high quality
factor and managing the long-lived triplet excitons (figure 26(b)) [268]. All these perovskite gain mediums
work well as emitters in the perovskite light-emitting diode (PeLED).

The integration of well-established PeLED and designed optical resonant cavity is an effective way to
realize electrically pumped lasing. Highly luminescent thin films and efficient PeLEDs have been fabricated
using quasi-two-dimensional (quasi-2D) perovskites and state-of-the-art PeLED devices exhibit high EQEs
of ~28% at low current densities (few mA cm~2) [20]. Compared to PeLEDs, considerably higher current
densities (hundreds of A cm™2) are required to attain population inversion in an electrically pumped
perovskite laser diode. The optically pumped lasing from complete and functional LED structures has been
achieved, as shown in figures 26(c) and (d) [269]. The second-order DFB MAPbI; PeLEDs can lase under
optical pumping with thresholds as low as 6 1] cm ™2 at room temperature. These advances in optically
pumped lasers and PeLEDs have paved the way toward the development of electrically pumped perovskite
laser diodes.

Current and future challenges

A well-known issue with organic lasers under electrical excitation is the selection of a high net gain organic
material and an extremely low-loss resonator design under the external injection of carriers and how to
achieve laser devices with very large current injection and low excitation threshold. Although perovskites
exhibit both high carrier mobility and high fluorescence quantum efficiency, the above problems still need to
be overcame to achieve electrically pumped lasers. The demonstration of an electrically pumped laser from a
PeLED device by using perovskite as an active layer still remains a colossal challenge for scientists in the field
because of the intrinsically degradation of perovskites in oxygen and moisture, efficiency droop and severe
trap-assisted non-radiative recombination.

As mentioned in the first section, an electrically pumped perovskite laser device can be obtained by
combining optical resonant cavity with a well-designed PeLED. However, only a few viable diode
architectures have demonstrated lasing under optical pumping to date. Joule heating must be a serious
problem that needs to be solved in the laser devices, because it can affect the performance of PeLEDs even at
relatively low current density [165]. It will cause serious deterioration of the optical gain of the perovskites
and increase the threshold current density. For the perovskite laser with a standard sandwich architecture,
Joule heating might mainly origin from the poor conductivity of chemically processed charge transport
layers and high contact resistance between adjacent layers in the device stack. Furthermore, the existence of
injection barriers and the differences in carrier mobilities of different functional layers lead to the
imbalanced injection and recombination of electrons and holes. As a result, severe current efficiency roll-off
can usually be observed at high current densities [270]. Besides, Auger recombination (a three-particle
nonradiative process) was proved as one source of external quantum efficiency (EQE) roll-off of PeLEDs. It
will become the main competitor with population inversion at high charge carrier densities for electrically
pumped perovskite lasing [117]. Therefore, the efficient injection and recombination of carriers are critical
issues that need to be addressed for electrically pumped perovskite lasers. In addition, the reabsorption of
lasing light and phonons of the nonradiative recombination also contributes to Joule heating.
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Since Tan et al reported the first bright perovskite light-emitting diodes (PeLEDs) at room temperature
external quantum efficiency (EQE) = 1% for green emission, EQE = 0.76% for near-infrared emission in
2014 [9], PeLEDs have grown dramatically and achieved EQE = 28.1% from perovskite polycrystalline bulk
films [20] and 23.4% from colloidal perovskite NCs [275]. In addition to the rapid growth of normal
PeLEDs, PeLEDs which can emit circularly polarized light (CPL) recently have gained intensive attention
because polarized light can be applied to various technologies such as information storage, bioencoding and
quantum computing [276]. Especially, CPL emitting from halide perovskites combines the advantages of
narrow emission linewidth (FWHM < 20 nm) and wide color gamut (>>95% in Rec. 2020 standard) with the
high PL efficiency afforded by the synthesis of colloidal nanocrystals (NCs) [277], which provide the great
potential of CPL-emitting PeLEDs in demonstration of three-dimensional (3D) displays, hologram display,
virtual reality (VR), augmented reality (AR) and eXtended reality (XR).

In 2019, Wang et al demonstrated the first circularly polarized electroluminescence (CP-EL) emission
from methylammonium lead bromide films in PeLEDs by injecting spin-polarized charge carriers from
metallic ferromagnetic Lag ¢3Srg 37MnOs3 electrodes at 10 K under magnetic field (200 mT) (figure 28) [278].
PeLEDs achieved /1% of polarization degree of EL, Pcp_gp which is calculated using the equation

et — Iright

Pcp_pL =
et + Liight

where Ije; and Iy are the EL intensities of left- and right-CPL, respectively. This pioneering achievement
demonstrated that PeLEDs can have the potential to emit CPL.

In 2021, Kim et al reported the first CP-EL of any type that operates at room temperature and without
external magnetic fields or ferromagnetic metal contacts (figure 29) [279]. Chiral two-dimensional (2D)
metal halide perovskites which incorporate chiral organic molecules into their crystal framework resulted in
~ >80% spin-polarized hole current injected into a non-chiral emitter layer, through the chiral-induced
spin selectivity (CISS) effect. The spin-orientation and resulting light polarization is determined by the
handedness of the chiral organic molecules. The resulting spin-polarized holes were injected into a
non-chiral metal-halide perovskite NC emitting layer and subsequently radiatively recombined with
electrons with properly aligned spin direction, emitting CP-EL with Pcp_g;. = 2.6%. The CP-EL at room
temperature without external magnetic fields or ferromagnetic metals demonstrated the potential of PeLEDs
in future 3D/hologram/VR/AR/XR displays which can visualize metaverse and in other various technologies
using CPL.

Current and future challenges

The most important factor that determines performance of spin-PeLEDs is Pcp_gy.. Although highly
spin-polarized charge carriers (spin-polarization efficiency >80%) were injected to the emitting layer in
PeLEDs through the CISS effect, the PeLEDs showed Pcp_g1 < 2.6% which is far below that of inorganic spin
LEDs based on GaAs multi-quantum-well emitting layer (Pcp_gr &= 95%) that contain undesirable magnetic
elements [280]. Pcp_g1. in PeLEDs is directly related to the ratio of the spin lifetime and charge carrier
lifetimes (7 gpin/Tcarrier) [279], which indicates that light emitting materials in PeLEDs should have long spin
lifetime comparable to the luminescence lifetime in order to emit efficient CPL. Currently colloidal
perovskite NCs are reported to have spin lifetime <10 ps which is much shorter than the carrier lifetime
(~1-10 ns) [281], limiting the Pcp_g;, in PeLEDs at room temperature.

A second challenge is to enhance the EQE of CP-EL PeLEDs while maintaining high Pcp_g. Although in
previous literature PeLEDs increased Pcp_gy, by employing mixed halide on the NC emitting states in order to
increase the spin lifetime [279], the resulting EQE was limited due to ion-migration between CISS chiral
perovskite polycrystalline films and emitting perovskite NCs and far below that of state-of-the-art normal
PeLEDs (EQE ~ 28.1%) [20].

Poor device stability of CP-EL PeLEDs should also be addressed to stimulate interest from researchers.
Because halide perovskites are formed in brittle ionic bonding, they can degrade and generate defect states
easily upon exposure to joule heating during device operation and under other environmental factors.
Furthermore, ion migration accelerated upon electric field significantly reduces the device lifetime. However,
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